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Supercede/Referral : The test report supercedes previous report number, "F690101/LF- CTSAYAA18-51616" issued by
SGS Korea Co., Ltd.
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Sample No. . AYAA18-51616R1.001

Sample Description : Pd Coated Copper Wire(HS-RF)

Item No./Part No. : N/A

Materials : N/A

Heavy Metals

Test Items Unit Test Method MDL Results
Cadmium (Cd) ma/kg With reference to IEC 62321-5:2013 0.5 N.D.
(Determination of Cadmium by ICP-OES)
Mercury (Hg) mg/kg With reference to IEC 62321-4:2013 2 N.D.
(Determination of Mercury by ICP-OES)
Lead(Pb) mg/kg With reference to IEC 62321-5:2013 2 N.D.
(Determination of Lead by ICP-MS)
Arsenic (As) mg/kg With reference to EPA 3052(1996), US EPA 10 N.D.
6010B(1996), ICP
Antimony (Sb) mg/kg With reference to EPA 3052(1996), US EPA 10 N.D.
6010B(1996), ICP
Hexavalent Chromium (Cr VI)* ug/cm? With reference to IEC 62321-7-1:2015 0.1 N.D.

(Determination of CrVI by UV-Vis)

Flame Retardants—PBBs/PBDEs

Test Items Unit Test Method MDL Results

Monobromobiphenyl mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)

Dibromobiphenyl mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)

Tribromobiphenyl mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)

Tetrabromobiphenyl mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)

Pentabromobiphenyl mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)

Hexabromobiphenyl mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)

Heptabromobiphenyl mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)

Octabromobiphenyl mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)

Nonabromobiphenyl mg/kg With reference to IEC 62321-6:2015 5 N.D.

(Determination of PBBs and PBDEs by GC-MS)
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Sample No. : AYAA18-51616R1.001
Sample Description : Pd Coated Copper Wire(HS-RF)
Item No./Part No. : N/A
Materials : N/A
Flame Retardants—-PBBs/PBDEs
Test Items Unit Test Method MDL Results
Decabromobiphenyl mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)
Monobromodiphenyl ether mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)
Dibromodiphenyl ether mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)
Tribromodiphenyl ether mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)
Tetrabromodiphenyl ether mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)
Pentabromodiphenyl ether mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)
Hexabromodiphenyl ether mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)
Heptabromodiphenyl ether mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)
Octabromodipheny! ether mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)
Nonabromodipheny! ether mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)
Decabromodiphenyl ether mg/kg With reference to IEC 62321-6:2015 5 N.D.
(Determination of PBBs and PBDEs by GC-MS)

Chlorinated Paraffin

Test Items Unit Test Method MDL Results
Alkanes, C10~13, Short Chain Chlorinated mg/kg With reference to ISO 18219 50 N.D.
Paraffins(SCCP)

Chlorinated Organic Substances

Test ltems Unit Test Method MDL Results
Polychlorinated Biphenyls (PCBs) mg/kg With reference to US EPA 8082,(US EPA 3550C), 3 N.D.
by GC/MS
Polychlorinated terphenyls (PCTs) mg/kg With reference to US EPA 8082,(US EPA 3550C), 3 N.D.
by GC/MS
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Sample No. . AYAA18-51616R1.001

Sample Description : Pd Coated Copper Wire(HS-RF)

Item No./Part No. : N/A

Materials : N/A

Chlorinated Organic Substances

Test Items Unit Test Method MDL Results

Polychlorinated Naphthalene (PCN) mg/kg With reference to US EPA 8081 A(US EPA 5 N.D.
3550C), by GC/MS

Polymer Identification

Test Items Unit Test Method MDL Results
PVC b FT-IR - Negative

Halogen Content

Test Items Unit Test Method MDL Results
Bromine(Br) mg/kg With reference to EN 14582:2016, IC 30 N.D.
Chlorine(Cl) mg/kg With reference to EN 14582:2016, IC 30 N.D.
Fluorine(F) mg/kg With reference to EN 14582:2016, IC 30 N.D.
lodine(l) mg/kg With reference to EN 14582:2016, IC 50 N.D.

Organotin Compounds

Test ltems Unit Test Method MDL Results
Tributyltin (TBT) mg/kg ISO 17353 , GC/MS 1 N.D.
Triphenyltin (TPhT) mg/kg 1ISO 17353 , GC/MS 1 N.D.
Dibutyltin (DBT) mg/kg ISO 17353 , GC/MS 1 N.D.
Bis (tributyltin)oxide (TBTO) mg/kg 1ISO 17353 , GC/MS 1 N.D.
Dioctyltin(DOT) mg/kg 1ISO 17353 , GC/MS 1 N.D.

Flame Retardants

Test ltems Unit Test Method MDL Results
Tetrabromobisphenol A mg/kg US EPA 3540C, GC/MS 10 N.D.
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Sample No. . AYAA18-51616R1.001

Sample Description : Pd Coated Copper Wire(HS-RF)

Item No./Part No. : N/A

Materials : N/A

Flame Retardants

Test Items Unit Test Method MDL Results
Hexabromocyclododecane (HBCDD) mg/kg USEPA 3540C, LC/MS 5 N.D.

Other(s)

Test Items Unit Test Method MDL Results
Bisphenol A mg/kg with reference to US EPA 3550C + HPLC/MS 10 N.D.

Other(s)

Test Iltems Unit Test Method MDL Results
PFOA (Perfluorooctanoic acid) mg/kg US EPA 3540C/3550C, LC/MS 1 N.D.
PFOS (Perfluorooctane mg/kg US EPA 3540C/3550C, LC/MS 1 N.D.

Sulfonates-Acid/Metal Salt/Amide)

NOTE: (1) N.D. = Not detected.(<MDL)
(2) mg/kg = ppm
(3) MDL = Method Detection Limit
(4) - = No regulation
(5) Negative = Undetectable / Positive = Detectable
(6) ** = Qualitative analysis (No Unit)
(7) * = a. The sample is positive for CrVI if the CrVI concentration is greater than 0.13 ug/cm2. The sample coating
is considered to contain CrVI.
b. The sample is negative for CrVI if CrVI is n.d. (concentration less than 0.10 ug/cm2). The coating is
considered a non-CrVI| based coating.
c. The result between 0.10 ug/cm2 and 0.13 ug/cm2 is considered to be inconclusive - unavoidable coating
variations may influence the determination.
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Picture of Sample as Received:

AYAA18-51616R1.001
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Testing Flow Chart for RoHS:Cd/Pb/Hg/Cr** /PBBs&PBDEs Testing
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| Sample cutting / weighing |

Sample Preparation

I o+
1 ] Cr
| Cd/Pb/Hg | PBBs/PBDEs |
Acid Digestion with Sample Solvent Nonmetallic Metallic
Microwave/Hotplate Extraction Material Material
I Cc t It /Diluti I I l |
- - oncentration/Dilution i
| Filtration | of Extraction Solution Dissolving by Digesting at Boiling V\{ater
|—I ultrasonication 150~160C extraction
Solution Residue - | - |
Filtration Digestion at Separating to Adding
| 60°C by get aqueous 1,5-diphenylcar
1) Alkali Fusion / | ultrasonication phase bazide for color
Dry Ashing GC/MS ! | |
2) Acid to | | [ ovvis |
dissolve DATA pH adjustment |
| | DATA
Adding
ICP-OES/AAS 1,5-diphenylcarbazide
| for color
DATA I
| uvwvis |
DATA

The samples were dissolved totally at the acid digestion step of the above flow chart for Cd,Pb,Hg

Section Chief : Minkyu Park

This document is issued by the Company subject to its General Conditions of Service printed overleaf, ilable on q or ible at <http://www.sgs.com/en/Terms-and-Conditions.aspx>
Electronic Documents at www.sgs.com/terms e-document.htm <http://www.sgs.com/terms e-document.htm>.

documents, subject to Terms and Conditions for
ion issues defined therein. Any holder of this document is advised that information contained hereon reflects the
ibility is to its Client and this document does not
without prior written

and, for electronic format

Attention is drawn to the limitation of liability, ir

Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any. The C y’s sole
i d This d it cannot be reproduced except in full,

exonerate parties to a transaction from exercising all their rights and obligations under the tr
approval of the Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of

and juri:

the law. Unless otherwise stated the results shown in this test report refer only to the sample(s).
322, The O valley, 76, LS-ro, Dongan-gu, Anyang-si, Gyeonggi-do, Korea 14117

t+82 (0)31 4608 000 f+82 (0)31 4608 059 http://www.sgsgroup.kr

F401 Version4
SGS Korea Co.,Ltd
T
Member of the SGS Group (Société Générale de Surveillance)




SGS

Test Report no. Feso101/LF-cTsAvAA18-51616R1 Issued Date : 2018.10. 05 Page 8 of 17

Flow Chart for Inorganic Elements Testing

Inorganic Elements

Mechanic_Sample

Sample Measurement

Acid Digestion with
Microwave/Hotplate

Filtration

Residue

Total Digestion

ICP-AES

DATA

Major Inorganic Antimony(Sb) , Beryllium(Be) , Phosphorus(P) ,

Arsenic(As) etc.

Heavy Metals
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Flow Chart for Halogen Test

Sample screening using XRF.
Liquid containing water(>80%) i Yes
t
No
|
Weigh the samples into the combustion boat.
Add absorption solution into the bomb or tube.
Admit O2 gas or O2 +Ar2 gas and start the combustion.
Dilute
the solution
. . (EPA300)
Allow during absorption of the burnt gas.
Analyze absorbed solution using lon Chromatography.
Data
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Flow Chart for PVC Test

Sample pretreatment / Separation

Flame Test

Sample analyzed by FT-IR

Check wave number of C-Cl Bonding

Cl contents check (If necessary)

QA / QC review / Check analysis result

Data
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Flow Chart for PFOS/PFOA Test
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Sample pretreatment / Separation

Sample extraction

Concentrate/Dilute Extracted solution

Analysis was performed by HPLC/MS

QA / QC review / Check analysis result

Data
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Flow Chart for TBBPA Test

Sample Pretreatment

Ultrasonic extraction
Dichlorom ethane/Hexane(1:1)

Add 1:1 K2CO3, Acetic anhydride and Triethylamin

Collect the upper layer solution

Add internal standard solution

GC/MS analyze

Data
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Organotin Flow Chart

Sample preparation

'

Sample extraction
(Derivatization)

!

Cleanup

v

Concentration
Extracted solution

|

Analysis was
performed by GC/MS

}
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PCBs,PCTs,PCNs Flow Chart

Sample

v

1.0 g Sample
Size (3x3 x2) mm?

Is sample soluble ?

Place in a pre-washed test tube Place sample in a pre -weighed paper
thimble

Add 5 mL of MC/Acetone(6:4) and tightly Soxhlet extraction for 6 hours with 80 mL of

cap and sonicate for 3hr at 50 C MC/Acetone(6:4)

Cool to room temperature , filter(0.45 pm) Cool to room temperature , Concentrate

the extract and transfer the filtrate to to 1 mL by Rotary Vaccum Evaporator

autosampler vial

! '

GC/MS Analysis transfer to the 5 mL volumetric flask and
make up with MC/Acetone(6:4) to the line
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SCCP Analysis Flow Chart

Sample pretreatment

'

Sample extraction by organic solvent

'

Concentrate/Dilute Extracted solution

'

GC/ECD analysis
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Testing Flow Chart for HBCD

Sample pretreatment

Sample extraction by organic solvent

Concentrate/Dilute Extracted solution

LC/MS analysis
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Weigh 0.5 g sample (0.5 x 0.5) mm

& Add 20 mL DCM

Sonicate at (40 £ 2) °C for 30 min in sonication bath

Cool the solution to room temperature

Add 100 mL acetone dropwise with constant swirling

& Stand the solution for 30 min for precipitation

Filter into flat bottom flask

Add 2 mL ACN,

Concentrate by rotary evaporator at (70 * 5) °C

Transfer into 5 mL volumetric flask.

& Mark up with ACN

Pipette 2.5 mL of extract into 5 mL volumetric flask.

& Mark up with DW

Filter the solution

LC/DAD/MS analysis

*** End of Report ***
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